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SECTION 737 PAINTED TRAFFIC STRIPING

REFERENCE SAMPLED MIN. MIN. CERT SMALL TYPICAL
MATERIAL PURP. BY QUANT. HANDLING REMARKS
FREQ. QUANTITY TIME
TESTED BY METHOD CONTAINER DISTR
GLASS BEADS 737.02 Prelim. Dist. Lab 1/lot 1-80lbbag | - | = 10days | -
1015.13 Source or other
Mat. Lab Approval state
Lab
737.02 Accept. Proj. Engr. 1/lot 1-50 Ib bag (010 1 I — 10 days *CD issued when
1015.13 S 608 1&7 presampled by the Dist. Lab
Mat. Lab and preapproved. Sample
only if questionable.
TRAFFIC PAINT Alkyd 737.02 Accept. Proj. Engr. 1/lot 1 pt Friction cbD* | e 16 days (QPL 36)
1015.12(a) S 608 top can 1&7 *CD issued when
Mat. Lab presampled by the Dist. Lab
and preapproved. Sample
only if questionable.
Water- 737.02 Accept. Proj. Engr. 1/lot 1 pt Friction cb* | e 11 days (QPL 36)
based 1015.12(b) S 608 top can 1&7 *CD issued when
Mat. Lab presampled by Dist. Lab

and preapproved. Sample
only if questionable.




